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AUTOMATION PLATING CO. 
P.O. BOX 5004, G-C-S 
Glendale, CA 91221 

ATTN: Bill Wiggins 

DATE 
LAB NO. 
CUST P.O. 

January 12, 2007 
B20e21 pg.3 of 4 
VERBAL/B.W. 

SAMPLE (S) WASTE WATER 
RECEIVED 1-4-07 
SAMPLE NO, 98378-4,-5 

E.L.A.P. CERTIFICATE NO. 1164 
PRENOTIFICATION DATE : 12-28-06 

DISCHARGE ADDRESS: # 927 THOMPSON AVE GLENDALE CA 91221 

SAMPLE: 24 HOUR TIME COMPOSITE FROM SAMPLE BOX 

SAMPLED: BY JOSE BOLANOS OF ANACHEM LABORATORIES 

BETWEEN 1-3-07 AT 12:30 pm AND 1-4-07 AT 12:30 pm 

CONSTITUENT 

Arsenic, Total 

Cadmium, Total 

Chloride 

Chromium, Total 

Copper, Total 

Fluoride 

Lead, Tocal 

Nickel, Total 

Silver, Total 

zinc, Total 

CONCENTRATION 

< 0.10 

0.18 

1585 

1.79 

0,21 

21,1 

< 0.050 

0.062 

< 0.050 

1.49 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

METHOD 
EPA 60 0 

200.7 

200.7 

300.0 

200.7 

200.7 

340.2 

200.7 

200-7 

200.7 

200.7 

DLR 

0,10 

0.01 

125 

0.02 

0.02 

0.25 

0.05 

0.02 

0.05 

0-01 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

Tha test report shall not be rspnxlucad excepi in full, withoul Ihe written approval ol lha laboratory. 
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AUTOMATION PLATING CO. 
P.O. BOX 5004, G.C.S 
Glendale, CA 91221 

ATTN: Bill Wiggins 

DATE January 12, 2 007 
LAB NO. B20821 pg.4 of 4 
CUST P.O. VERBAL/B-W-

SAMPLE (S) WASTE WATER 
RECEIVED 1-4-07 
SAMPLE NO. 98378 -#1,#2,#3 

E.L.A.P- CERTIFICATE NO. 1164 
PRENOTIFICATION DATE : 12-28-06 

DISCHARGE ADDRESS: 

SAMPLE: 

SAMPLED: 

CONSTITUENT 

pH 

Cyani de, Total 

Cyani de, Amenable 

Sulfide, Dissolved 

Oil and Grease 

# 927 THOMPSON AVE GLENDALE CA 91221 

GRAB SAMPLE FROM SAMPLE BOX 

BY JOSE BOLANOS OF ANACHEM LABORATORIES 
ON 1-4-07 AT 12:30 pm 

CONCENTRATION 

9.0 

0.21 

< 0-020 

< 0-040 

< 1.6 • 

units 

mg/L 

mg/L 

mg/L 

mg/L 

METHOD 
EPA 600 

150.1 

335.2 

335.1 

376:2 

1664 

DETECTION LIMIT 

2-13 

0,02 . 

0.02 

0-04 

1,6 

units 

mg/L 

mg/L 

mg/L 

mg/L 
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